Proportion of fine aggregate (%)

Proportion of fine aggregate (%)
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Maximum aggregate size: 10 mm

Slump: 0-10 mm 10-30 mm 30-60 mm 60-180 mm
Vebe time: >12 s 6-12s 3-6s 0-3s
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Free water/cement ratio

Maximum aggregate size: 20 mm

Slump: 0-10 mm 10-30 mm 30-60 mm 60-180 mm
Vebe time: >12 s 6-12s 3-6s 0-3s
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Free water/cement ratio



