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(a) Stress corrosion cracking (SCC) is cracking induced on metal from combined influence of tensile stress and corrosive medium.











(b) Stress Corrosion Cracking of brass tube exposed to ammonia vapor and (c) mercurous nitrate solution.
[bookmark: _GoBack]Figure 22 – 3. Stress corrosion cracking (SCC) (Source: Toyin Ashiru [4]).
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